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AUSTRALIAN WATER
QUALITY CENTRE

REPORT NUMBER

SAMPLE REFERENCE

DATE

This laboratory is accredited by the National

‘ Association of Testing Authorities, Australia. The
Test(s) reported herein have been performed in
L accordance with its terms of accreditation. This

document shall not be reproduced except in full.

Accreditation No 1115
Accreditation No 1390

CERTIFICATE OF TEST

4007/92.1020
130200-0001

23/10/2001

TRADE NAME OF PRODUCT 12.7 mm COPPER PIPE

COMPOSITION OF PRODUCT COPPER.

PRODUCT MANUFACTURER MUELLER EUROPE, WEST MIDLANDS, UK.

SUBMITTING ORGANISATION MUELLER EUROPE, WEST MIDLANDS, UK.

Chemical Testing
Biological Testing

USE OF PRODUCT WATER PIPE.

TESTING REQUESTED AS/NZS 4020:1999
PRODUCTS FOR USE IN CONTACT WITH DRINKING WATER

SAMPLES SAMPLES WERE PREPARED AND CONTROLLED AS DESCRIBED IN
APPENDIX A OF AS/NZS 4020:1999

EXTRACTS EXTRACTS WERE PREPARED AS DESCRIBED IN APPENDICES H AND J
ONLY AS INDICATED (WHOLLY METALLIC PRODUCTS).

TEST REPORT COMMENCES ON PAGE 2. PLEASE NOTE THAT THIS REPORT SHALL

NOT BE REPRODUCED EXCEPT IN FULL

THE RESULTS STATED IN THIS REPORT RELATE TO THE SAMPLE OF THE PRODUCT SUBMITTED FOR
TESTING. ANY CHANGES IN THE MATERIAL FORMULATION, PROCESS MANUFACTURE, THE METHOD
OF APPLICATION, OR THE SURFACE AREA-TO-VOLUME RATIO IN THE END USE, COULD AFFECT THE

SUITABILITY OF THE PRODUCT FOR USE IN CONTACT WITH DRINKING WATER.
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APPROVED SIGNATORY

HODGSON ROAD, BOLIVAR, SOUTH AUSTRALIA

POSTAL ADDRESS: PRIVATE MAIL BAG 3, SALISBURY SA 5108

TELEPHONE (08) 8259 0211 FACSIMILE (08) 8259 0228
E-MAIL: awqc@sawater.sa.gov.au

WEB: www.awqgc.com.au
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